
Lawerence Berkley Wo34430, April 20, 2007

Specimen Specimen Specific Specimen Fiber Resin Resin Void
ID Weight Gravity Density Volume Content Content Content

Weight Volume
(Units) (g) (g/cc) % % % %

1 2.9027 1.662 1.658 54.51 29.47 41.16 4.33
2 2.7228 1.634 1.630 53.95 29.02 39.86 6.19

Average: 1.648 1.644 54.23 29.25 40.51 5.26

Looking on edge in the short direction (width)

Looking on edge in the long direction (length)


